Slgnatur_A Verified

For Questiol
Contact with SGS
WWW.S(QS. .

iv 8 %% -% 22 Chemical Laboratory - Kao., SGS Taiwan Ltd.
> 2}
A
Test Report

ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

g (No. ) - KA/2018/A1813  p # (Date) : 2018/10/30 7 #(Page): 1 of 15

T RRE &Y B o R, 2d R BHEE ST 2 i4cT (The following samples was/were submitted and
identified by/on behalf of the client as) :

% ¢ #-(Sample Description) : Ni PLATING LAYER
Jo it p g (Sample Receiving Date) ¢ 2018/10/24
B2 ¥ (Testing Period) : 2018/10/24 TO 2018/10/30
E AP (Sample Submitted By) : ASM MATERTALS CHINA LTD

B2 £ (Test Requested) :
(1) &3 %E #4p %> %4 RollS 2011/65/EU Annex I1% # @ 574p 4 (EU) 2015/863iR1:%4F ~ &~ & ~ = ide ~ 580 F ~ 5k
mt % @, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and
amending Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,

DEHP, DIBP contents in the submitted sample(s).)

(2) Hw#plaApL™-F . (Please refer to next pages for the other item(s).)
B2 %E (Test Results) : 2 7 - F (Please refer to next pages).
235 (Conclusion) :

(1) 2 = v et & H 48~ 45~ ﬁ\ ~ g s FRm Yy ~ FLm ¥ @, DBP, BBP, DEHP, DIBPeipli#i% % i &RoHS
2011/65/EU Annex IT¥# #3745 4 (EU) 2015/8632 *UiE & K. (Based on the performed tests on submitted
sample(s), the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply
with the limits as set by RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU. )
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P2 % (Test Results)
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B1zE3R = (PART NAME) NO.1 : 8 EHT(T8E)
(SILVER COLORED METAL SHEETCINCLUDING THE PLATING LAYER))
B1zER = (PART NAME) NO. 2 : 414 & 4k (SILVER COLORED METAL PLATING LAYER)
= ok Y ;
iR 3H7E B ¥ B3 2 *gjglwéiﬂ éi
(Test Items) (Unit) (Method) (MDL) N0 2 (Limit)
4% / Cadmium (Cd) mg/kg |peiesidgk, 4 [EC 62321-5: 2013 > ™ 2 n.d. 100
B e IR sk kg, / IEC
62321-5: 2013 application of modified
digestion by surface etching and
performed by ICP-AES.
4~ / Lead (Pb) mg/kg |peiesidgk, 4 [EC 62321-5: 2013 > ™ 2 n.d. 1000
B e IR s kg R, / IEC
62321-5: 2013 application of modified
digestion by surface etching and
performed by ICP-AES.
& / Mercury (Hg) mg/kg |peiesidgk, 4 [EC 62321-4: 2013 > ™ 2 n.d. 1000

B e IR S sk kgl / IEC
62321-4: 2013 application of modified
digestion by surface etching and
performed by ICP-AES.

» % 4% / Hexavalent Chromium ug/cm? | %% IEC 62321-7-1:2015 » 2 UV-VIS#s ipl. 0.10 n. d.
Cr(VI)(#2) / With reference to IEC 62321-7-1:2015
and performed by by UV-VIS.

>4 F=mp (PFOS) ©g/m* 1 n.d.
%+ US EPA 3550C: 2007 » r2i4p & /5
&k P, / With reference to US EPA

>4 Fpa(4%) / PFOA (CAS No.: 335-| wg/m* |3550C: 2007. Analysis was performed by 1 n. d.
67-1) LC/MS.
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B 4L ;
357 P e s ;if’ (R;jl 5 oy
(Test Items) (Unit) (Method) (MDL) NO. 1 (Limit)

% 55 ¥ %4 / Sum of PBBs mg/kg - n.d. 1000
- 5.9% % / Monobromobiphenyl mg/kg 5 n. d.
— %78 % / Dibromobiphenyl mg/kg 5 n. d. -
=59 % / Tribromobiphenyl mg/kg 5 n. d. -
7 ;4.8% % / Tetrabromobiphenyl mg/kg | %+ IEC 62321-6:2015 » 12 § A A& 47/ §7 3% 5 n. d. -
I 594 % / Pentabromobiphenyl mg/kg |&®H%&Bl. / With reference to IEC 62321~ 5 n. d. -
;4% ¥ / Hexabromobiphenyl mg/kg [6:2015 and performed by GC/MS. 5 n. d. -
-~ ;4.3% % / Heptabromobiphenyl mg/kg 5 n. d. -
~ 898 % / Octabromobiphenyl mg/kg 5 n. d. -
1 /4% ¥ / Nonabromobiphenyl mg/kg 5 n. d. -
-+ 8.9% % / Decabromobiphenyl mg/kg 5 n. d.
% 4.9 ¥ At f~ / Sum of PBDEs mg/kg - n. d. 1000
- /58 ¥ p / Monobromodiphenyl ether mg/kg 5 n. d.
= %% ¥ @ / Dibromodiphenyl ether mg/kg 5 n. d. -
Z % ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d. -
» 4.5 ¥t / Tetrabromodiphenyl ether | mg/kg | %% IEC 62321-6:2015 » 12 § A & 47/ F7 3% 5 n. d. -
I 5% %@ / Pentabromodiphenyl ether | mg/kg |&##l. / With reference to IEC 62321~ 5 n. d. -
+ 4.7 ¥ @t / Hexabromodiphenyl ether mg/kg [6:2015 and performed by GC/MS. 5 n. d. -
= %% 3t / Heptabromodiphenyl ether [ mg/kg 5 n. d. -
~ 5.3 ¥ i/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 494 ¥ A / Nonabromodiphenyl ether mg/kg 5 n. d. -
- /%8 ¥ p / Decabromodiphenyl ether mg/kg 5 n. d. -

Unless othelwlse stated the results shown in this test repon refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the

Company FRIEFHI - HR &R RIEMARRR AT - ARERAAT WA > SATEMER

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at www.sgs.com/terms_and_conditions.htm and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability, indemnification and
jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits
of Client’s instructions, if any. The Company'’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under
the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or

appearance of this document is unlawful and offenders may be prosecuted to the fullest exteNnt gf the law.

1, Kai-Fa Road, Nanzih Export Processing Zone , Kaohsiung, Taiwan |
P REPOL R t + 886 (07)301 2121 f + 886 (073010867

BT gpiriea A

W B EB15L
Www.tw.sgs.com

Member of the SGS Group




SGS

iv 8 %% -% 22 Chemical Laboratory - Kao., SGS Taiwan Ltd.
> 2}
L A
Test Report

ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

g (No. ) - KA/2018/A1813  p # (Date) : 2018/10/30 P #ic(Page): 4 of 15

= R %% b
BT B ¥ Bl % *;,Eff ; ! (Reeult) flz‘
(Test Items) (Unit) (Method) (MDL) N1 (Limit)

EF- "z B fg / DIBP (Di- mg/kg 50 n. d. 1000
isobutyl phthalate) (CAS No.: 84-
69-5)
AR¥ - ? R 7 Ay / DBP (Dibutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-74-2)
AFZRPEET F Y Ay / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-
(D)
MF- PR (2-v A A)fAg / DEHP| mg/kg 50 n. d. 1000

(Di- (2-ethylhexyl) phthalate)
(CAS No.: 117-81-T7)

%+ IEC 62321-8:2017 > »2 § Ap K 47 &R/ F

m-u—_g‘aa___l,\,'a s ‘ —
gisif hfzalgiggﬁichDggp'(?i7?84— neke # &kl / With reference to IEC 20 n.d.
viop o 62321-8:2017. Analysis was performed
0)
e " - - by GC/MS.
MF- - R Ifq / DINP (Di- mg/kg 50 nd. _

isononyl phthalate) (CAS No. :
28553-12-0, 68515-48-0)

EF- P pic- BFpAy / DIDP (Di- mg/kg 50 n. d. -
isodecyl phthalate) (CAS No. :
26761-40-0, 68515-49-1)

AF - P - e fig / DNHP (Di-n- mg/kg 50 n.d. -
hexyl phthalate) (CAS No.: 84-T5-
3)

MY - ® g o Afy/ DNPP(Di-n- mg/kg 50 n. d. -
pentyl phthalate) (CAS No.: 131-
18-0)

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the
Company FRIEFHI - HR &R RIEMARRR AT - ARERAAT WA > SATEMER
This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at www.sgs.com/terms_and_conditions.htm and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability, indemnification and
jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits
of Client’s instructions, if any. The Company'’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under
the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. X )

No. 61, Kai-Fa Road, Nanzih Export Processing Zone , Kaohsiung, Taiwan | B fpiriea Mo B R FREIE

sARARELEF A t + 886 (07)301 2121 f + 886 (07)3010867 WWW.W.SgS.com

Member of the SGS Group



SGS

iv 8 %% -% 22 Chemical Laboratory - Kao., SGS Taiwan Ltd.
> 2}
L A
Test Report

ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

g (No. ) - KA/2018/A1813  p # (Date) : 2018/10/30 P #iz(Page): 5 of 15

< ok fd o s ;
B35 7E P ¥ B3 % g, ijj (Re;j] £ flz‘
(Test Items) (Unit) (Method) (MDL) NO. 1 (Limit)
7 oSTh D2 vy A RN I enB | mg/kg | %% IEC 62321: 2008 - vz f An A AT/ T R 5 n. d. -
W / Hexabromocyclododecane ##l. / With reference to IEC 62321:
(HBCDD) and all major 2008. Analysis was performed by GC/MS.
diastereoisomers identified (a-
HBCDD, /- HBCDD, & - HBCDD) (CAS
0.: 25637-99-4 and 3194-55-6
(134237-51-7, 134237-50-6, 134237-
52-8))
4 / Antimony (Sb) mg/kg 2 n.d. -
. %+ US EPA 3052: 1996 > Mg B8 & 7 £
4 / Beryllium (Be) mg/kg B34 5% Gk ). / With reference 2 n.d. -
to US EPA 3052: 1996. Analysis was
&/ Arsenic (As) mg/kg performed by ICP-AES. 2 n.d. -

&% / Halogen

#% (4 ) / Halogen-Fluorine (F) mg/kg 50 n.d.
(CAS No. : 14762-94-8)

(CAS No. : 14362-44-8)

#% (&%) / Halogen-Chlorine (Cl) mg/kg 50 n.d. -
(CAS No. : 22537-15-1) %% BS EN 14582:2016 » r g+ & 47 &k fa

#l. / With reference to BS EN
#% (/%) / Halogen-Bromine (Br) mg/kg [14582:2016. Analysis was performed by 50 n. d. -
(CAS No. : 10097-32-2) IC.
#% () / Halogen-lodine (1) mg/kg 50 n.d. -
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# 3x(Note) :

Ol = WO DO —

mg/kg = ppm; 0. 1wt% = 1000ppm

n.d. = Not Detected (&x# )

MDL = Method Detection Limit (3 % % Bl4&*2®)

"-" = Not Regulated (& ## &)

#2) =

a. %~ Weee %k 0,13 pg/em’ c A tk&EE K 25§45, / The sample is positive for Cr(VI) if the Cr(VI)
concentration is greater than 0.13 ug/cm?. The sample coating is considered to contain Cr(VI)

b. %~ W% ind CRARE0.10 pg/cm®) > #7% & 2 7 - %45, / The sample is negative for Cr(VI) if
Cr(VI) is n.d. (concentration less than 0.10 pg/cm?). The coating is considered a non-Cr(VI) based
coating

c. % H&RxA2 0.10 2 0.13 pg/em® o @2 d kL E 775 » %45 / The result between 0.10 pg/cm?
and 0.13 ug/cm® is considered to be inconclusive - unavoidable coating variations may influence the
determination.

PFOS %% ¥ 3t (Reference Information) : # A 4¢3 #7544 POPs - (EU) 757/2010

PFOSIE & et 2 @i ¢ 7 942:80. 001%(10ppm) » 2 & %~ & F F3niz @ 2 1942350, 1%(1000ppm) » ¥ 3 5 2%
B AL e 2 @Az lug/m? »

(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above
lug/m?. )

DA FRAMRp 2L IRARvAFAF 2L I RAR, 24 F AR N-T AL I RAEREE N-¢ A2 E
FhrppEE N- ArLd 2 ARpeAg A, N-c A24 2Ampei s A2 f o (PFOS refer to
Perfluorooctanesul fonic acid and its derivatives including Perfluoroctanesulfonic acid, Perfluoroctane
sulfonamide, N-Methylperfluoroctane sulfonamide, N-Ethylperfluoroctane sulfonamide, N-
Methylperfluoroctane sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol. )
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Sk € EBRE /..ﬂ_ﬁ] / Flow Chart of Strlppmq method for metal analysis

PR T AR R B R IReR e % 2B % o (2 R ARIRIE S 205 7)) [ The plating
layer of samples were dlssolved totally by pre-conditioning method according to below flow
chart. (Cr6+ test method excluded )

B P34 f %1% %2 [ Technician: Jony Liu
B p3f § 4 15k B% [ Supervisor: Ray Chang

4 % 4k 5 / Preparation

'

PlFEf £ £ [ Sample measurement
= 6+
l 4:Pb - 4 Cd » & Hg ~ g Cr
A\ 4
g AR e £ 1% /Add appropriate
Prepare suitable acid solution amount of digestion reagent
Btk o~ feiA R/ e 3B REFY M FB [Heatto

Put Samp|e into acid solution appropriate temperature to extract

72 fa4%H 4% | Dissolve plating layer £ Fris Btk & [ Cool, filter digestate
) through filter

v 7

/i [ Solution 4% ¢ #185¢ | Add diphenyl-carbazide
¢ for color development
BBRETRRT 55L& /ICP-AES v

kv Ak kR, ERIESARA
540 nm s Jc & [ measure the
absorbance at 540 nm by UV-VIS
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Analytical flow chart of PFOA/PFOS content

A B %383 [ Technician : Ginny Huang
B pE{ § 4 %% /Supervisor: Ray Chang

ST e/
Sample pretreatment

l

AR ok FB4k 5 ¢ PFOA/PFOS
(%% = ¢ US EPA3550) /
Sample extraction by ultrasonic method
(Reference method US EPA 3550)

l

S Elkyg
Concentrate/Dilute Extracted solution

v

U AR R AT R R AT P
Analysis was performed by LC/MS

\4

¥ / Data
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5,85 (No. ) : KA/2018/A1813 P # (Date) : 2018/10/30

¥ £ K428 / Analytical flow chart of Heavy Metal

1“3;}7‘;,!‘1 Tehii AR B2 R RS 2R Re (& fﬁg@;g\];}% * x$ )
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )

B piE 1 Bt #l& %/ Technician : Jony Liu
B Rl f F 4 3194/ Supervisor: Ray Chang

| T4« 4 # 4 5 / Cutting ~ Preparation |
v
| Pl £ £ / Sample Measurement |
I
| K 4 Cr(Vl)

4 Pb/#g Cd/A& Hg v v
y
| 2 £ %,  Non-metal | | £ % | Metal |

A

¥R R RIT R AR R
Acid digestion with microwave / hotplate

v

ABS /PC/PVC | # ¢ # §/Others
v v

g / Filtration

|
v v

g kipal % 150~160°C i

v

# -k %2~ [ Boiling
water extraction

v

Dissolving by i+ / Digesting at
ultrasonication 150~160C
v v

ARt B &

%% / Solution 7 /% | Residue

v

w60C it T4z g B~k k | Separating
i 1 | Digesting at to get aqueous
60°C by phase

Cool, filter digestate
through filter

1) &z [ Alkali fusion

2) ®p&i3 f2 [ HCl to dissolve

ultrasonication |

|
v

# 7 pH / pH adjustment

v

,, l

B8 & TR+ 5 513 % [ ICP-AES

4e b & BB [ Add diphenyl-
carbazide for color development

v

o UV-VIS > & Bl &% % & 540 nm
wjc & [ Measure the absorbance at
540 nm by UV-VIS

v

doon g d mkgd |
Add diphenyl-

carbazide for color
development

v

2 UV-VIS » £ Bk
&% i 2540 nm
sz & [ Measure
the absorbance at
540 nm by UV-VIS
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Test Report
ASM MATERIALS CHINA LTD
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5T E/ 5 4 ¥R A58 / PBB/PBDE analytical FLOW CHART

324 R M4 [ Technician : Dorothy Chen
B p3¥f § 4 1 %% [ Supervisor: Ray Chang

Sample / # &

A\ 4
Sample pretreatment / # &% &JZ

v

Sample extraction & 5 3 B/
Soxhlet method % % % B~

!

Concentrate/Dilute Extracted solution
Bk ﬁﬁﬁ/ﬁ%

!

Filter ¥ B~j%iE ik

!

Analysis by GC/MS
F AR R4 A 4

!

Issue Report i#£# 34
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Test Report
ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

Bl3F ARt M 42 [ Technician : Dorothy Chen

¥ ¥4 4 475428 / Analytical flow chart of phthalate content
[ ]
B pEf § 4 kB % [ Supervisor: Ray Chang

[:pl32- i /Test method: IEC 62321-8]

o RIR A R
Sample pretreatment/separation

!

Hoa THFE 2 & vk i3 255 /
Sample dissolved/extracted by THF

'

ExS T Al
Dilute Extracted solution

F AR AT T AT
Analysis was performed by GC/MS

'

#dy [ Data

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the
Company FRIEA G » MRS S REEHE RS BT o RS AN BWFA] - AT EE R -

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at www.sgs.com/terms_and_conditions.htm and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm. Attention is drawn to the limitation of liability, indemnification and
jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits
of Client’s instructions, if any. The Company'’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under
the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or

appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. ; X X . R . .
No. 61, Kai-Fa Road, Nanzih Export Processing Zone , Kaohsiung, Taiwan | B fpiriea Mo B R FREIE

R L S B t + 886 (07)301 2121 f + 886 (07)3010867 WWW.tW.5gs.com
Member of the SGS Group



SGS

iv 8 %% -% 22 Chemical Laboratory - Kao., SGS Taiwan Ltd.

IREEER £
¥ v g (No. ) - KA/2018/A1813  p # (Date) : 2018/10/30 7 #i(Page): 12 of 15

Test Report
ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

+ %%+ - %A 7428 /HBCDD analytical flow chart

4 B @ M4 [ Technician : Dorothy Chen
B p3¥f § 4 1 %% [ Supervisor: Ray Chang

# %7 iJZ | Sample pretreatment

|

# & % B~ Sample extraction /
42 4 & 33~ Ultrasonic method

Bk fﬁﬁ/ﬁr% /
Concentrate/Dilute Extracted solution

!
Bk ikig [ Filter
'

YEARRATIT R A AT
Analysis was performed by GC/MS

!

#J5 /[ Data
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Test Report

ASM MATERIALS CHINA LTD

5.5 (No. ) : KA/2018/A1813

p # (Date) : 2018/10/30 P Hi<(Page):

BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

TRy T ARR 2 15 2 0 & e = 232 - | These samples were dissolved totally by pre-conditioning

method according to below flow chart.
B R34 B %% 2/ Technician : Jony Liu
B R f § 4 15 6%/ Supervisor: Ray Chang

A4 12 ICP-AES & ¥ ehif v ik A2 W]
(Flow Chart of digestion for the elements analysis performed by ICP-AES)

74 - 4 & & & / Cutting ~ Preparation

v

Bl &£ £ / Sample Measurement

!

Egp 3 B R & et A g PR 7 1 (40T 4 #751 ) [ Acid digestion by suitable acid
depended on different sample material (as below table)

v

#§ i / Filtration

A 4

7% [ Solution

A 4

774 | Residue

v

v

1) &' fx | Alkali Fusion
2) WpiafE /HClto

ERfpe R ’]J%)fm;zfﬁquegw@ / ICP-AES

& 4% 4 )% 45 | Steel, copper, aluminum, solder

3ok AL B E &R R R
Aqua regia, HNOs, HCI, HF, H202

#33 |/ Glass

AL, & & f | HNOs/HF

& 40,4 14 % / Gold, platinum, palladium, ceramic

2 -k [ Aqua regia

4/ Silver Mg [ HNO3
# 4%/ Plastic Fife, B3 ok AL, L [ HaSO4, HaO2, HNOs, HCI
H i [ Others der T I R 2% % [ Any acid to total

digestion
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Test Report
ASM MATERIALS CHINA LTD
BLOCK 10-17, FUQIAO INDUSTRIAL ESTATE, FUYONG, BAOAN, SHENZHEN, CHINA

#]% 4 #7428 / Analytical flow chart of halogen content

B P4 Bt %4 2/ Technician : Jean Hung
B Rl f F 4t 3ki9% | Supervisor: Ray Chang

Sdp B2 AR sl [
Sample picture and report number

H#mw BRI A
Sample pretreatment/separation

Y

,F»_;f_ PR =S R E PN Jf,%;grfg ¢
Weighting and putting sample in cell

!

§ F vHEE[BoT
Oxygen Bomb Combustion / Absorption

'

81 AR
Dilution to fixed volume

!

AR
Analysis was performed by IC
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ASM MATERIALS CHINA LTD
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X BEY 4o BFEHET 0 MEAF R ERBZFE/I0 X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k g2 2 & (End of Report) *x
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