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TAS2562HYFPR | Bake results for GREG fail 

 CP DC load 

current  

Greg Voltage  

[Pre bake Test ] 

Bake @ 200C for 72Hrs  

Greg Voltage  

[Post bake Test ] 

0 mA 2.4V 2.4V 

4 mA -0.5V ( device fails)  -0.5V ( device fails) 

2 

Conclusion : The bake didn’t change the device characteristics and no time – dependent variations observed. 
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