
 Package Analysis: 

 External Package Examination: 

Optical inspection was performed on returned units. Flash metal and abnormal PI were observed on both 
units. 
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Figure 1. Optical pictures of package surface 

 

  

 

 

 

 

 

 

 

 

 

 

 

 

 



 

  

  

Figure 2. Optical pictures of package surface 

 

 

 Observation:  

Optical inspection was performed on returned units. Flash metal and abnormal PI were observed on both 
units. 
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